Mass Fraction of Toluene in Basecoat

Mixture
Percent in Component | Density Throughput | Wt. Fraction | Pollutant Throughput | Throughput
Basecoat Components (%) (Ib/gal} (galthr) of pollutant {lb/hr) {Ib/hr)
White 60 10.84 4.37 0.1853 527 28,42
Yellow 33 10.67 4.37 0.192 2,95 15.39
Red 3.75 10.42 4.37 0.207 0.35 1.71
Black 3.75 9.89 4.37 0.218 0.35 1.62
T-6 100 6.93 0.79 0.5 2.74 547
Acetone Thinner 100 6.61 1.25 0 0.00 8.26
TOTAL 11.67 60.68
IMass Fraction (%) | 19.16 |
Mass Fraction of Methyl Ethyl Ketone in Basecoat
Mixture
Percentin Component | Density Throughput | Wt Fraction | Pollutant Throughput | Throughput
Basecoat Components (%) {Ib/gal) {galthr) of pollutant (Ib/hr) (ib/hr)
White 60 10.84 4.37 0.0802 2.28 28.42
Yellow 33 10.67 4.37 0.082 1.26 15.29
Red 3.75 10.42 4,37 0.084 0.14 1.71
Black 3.75 9.89 4.37 0.091 0.15 1.62
T-6 100 6.93 0.79 0 0.00 5.47
|Acetone Thinner 100 6.61 1.25 0 0.00 826
TOTAL 3.83 60.87 |
I Mass Fraction (%) | 6.30 |
Mass Fraction of Dimethyl ketone (Acetone} in Basecoat
Mixture
Percent in Component | Density Throughput | Wt. Fraction | Pollutant Throughput | Throughput
Basecoat Components (%) {Ib/gal) (galthr) of poliutant (Ib/hr) {Ib/hr)
White 60 10.84 4.37 0.0563 1.60 28.42
Yellow 33 10.67 4,37 0.0577 0.89 15,39
Red 3.75 10.42 4.37 0.059 0.10 1.71
Black 3.75 9.89 4.37 0.0655 0.1 1.62
T-6 100 6.93 0.79 0.35 1.92 5.47
Acetone Thinner 100 6.61 1.25 i 8.26 8.26
“TOTAL 12.88 60.87
L Mass Fraction (%) | 21.16 |




Mass Fraction of Xylene in Basecoat

Mixture
Percent in Component | Density Throughput | Wt. Fraction | Pollutant Throughput [ Throughput
Basecoat Components (%) {Ib/gal) (galthr) of pollutant (Ib/hr) {Ib/hr)
White 60 10.84 4.37 0.0209 0.59 28.42
Yellow 33 10.67 4.37 0.02141 0.33 15.39
Red 3,75 10.42 437 0.0219 0.04 1.71
Black 3.75 9.89 4,37 0.0231 0.04 1.62
T-6 100 6.93 0.79 g 0.00 5.47
Acetone Thinner 100 6.61 1.25 0 0.00 8.26
TOTAL 1.00 60.87
[ Mass Fraction (%) | 1.64 l
Mass Fraction of Methanol in Basecoat
Mixture
Percentin Component | Density Throughput | Wt. Fraction | Pollutant Throughput | Throughput
Basecoat Components (%) {Ib/gal) (galihr) of poflutant (lb/hr} (Ibfhr}
White 60 10.84 4.37 0 0.00 28.42
Yellow 33 10.67 4.37 0 0.00 15,39
Red 3.75 10,42 4.37 0 0.00 1.71
Black 3.75 9.89 4.37 0 0.00 1.62
T-6 100 6.93 0.79 0.06 0.33 5.47
Acetone Thinner 100 6.61 1.25 0 0.00 8.26
TOTAL 0.33 60.87
[ "Mass Fraction (%) | 0.54 1
Mass Fraction of Methyl Isobutyl Ketone in Basecoat
Mixture
Percentin Component | Density Throughput | Wt. Fraction | Pollutant Throughput | Throughput
Basecoat Components (%) {Ibigal) {galhr} of pollutant {Ib/hr) {th/hr)
White 60 10.84 4.37 0 0.00 28.42
Yellow 33 10.67 437 0 0.00 15.39
Red 3.75 10.42 4.37 0 0.00 1.71
Black 3.75 9.89 4.37 0 0.00 1.62
T-6 100 6.93 0.79 0.09 0.49 547
Acetone Thinner 100 6.61 1.25 0 0.00 8.26
TOTAL 0.49 60.87

Mass Fraction (%) |

081 ]




Mass Fraction of Isopropanol in Basecoat

Mixture
Percent in Component | Density Throughput | Wt Fraction | Pollutant Throughput | Throughput
Basecoat Components] (%) {Ib/gal) {galthr) of pollutant {Ib/hr) (Ib/hr)
White 60 10.84 4.37 0.0462 1.3 28.42
Yellow 33 10.67 4.37 0.0474 0.73 15.39
Red 3.75 10.42 4.37 0.0485 0.08 1.71
Black 3.75 9.89 4.37 0.0511 0.08 1.62
T-6 100 6.93 0.79 0 0.00 5.47
Acetone Thinner 100 6.61 1.25 0 0.00 8.26
TOTAL 2.21 60,87
[Mass Fraction (%) | 3.63 |
Mass Fraction of Ethyl benzene in Basecoat
Mixture
Percentin Component | Density Throughput | Wt. Fraction | Pollutant Throughput Throughput
Basecoat Components (%) (Ib/gal) {gal/hr) of pollutant (Ibthry {Ib/hr)
White 60 10.84 4.37 0.00394 0.11 28.42
Yellow 33 10.67 4,37 0.00404 0.06 15.39
Red 3.75 10.42 4,37 0.00413 0.01 1.71
Black 3.75 9.89 4,37 0.00436 0.01 1.62
T-6 100 6.93 0.79 0 0.00 5.47
Acetone Thinner 100 6.61 1.25 1 0 0.00 8.26
TOTAL 0.19 60.87
[ Wass Fraction (%) ] 0.31 ]
Mass Fraction of Aliphatic Hydrocarbons (CAS# 64742887} in Basecoat
Mixture
Percentin Component | Density Throughput | Wt. Fraction | Pollutant Throughput Throughput
Basecoat Components (%) (Ib/gal) (galthr) of pollutant (Ib/hr) (Ib/hr)
White 60 10.84 4,37 0.0009 0.03 28.42
Yellow 33 10.67 4.37 0.00092 0.01 15.29
Red 3,75 10.42 4.37 0.00094 0.00 1.71
Black 3.75 9.89 4.37 0.00099 0.00 1.62
T-6 100 6.93 0.79 0 0.00 5.47
Acetone Thinner 100 6,61 1.25 0 0.00 8.26
TOTAL 0.04 60.87

[ Mass Fraction (%) |

0.071 ]




Mass Fraction of Aromatic solvent in Basecoat

Mixture
Percentin Component | Density Throughput | Wt Fraction | Pollutant Throughput | Throughput
Basecoat Components (%) (Ib/gal} {galfhr) of pollutant {ib/hr) {Ib/hr)
White 60 10.84 4.37 0.00083 0.02 28.42
Yellow 33 10.67 4.37 0.00085 0.01 15.39
Red 3.78 10.42 4,37 0.00087 0.00 1.71
Black 3.75 9.89 4.37 0.00092 0.00 1.62
T-6 100 6.93 0.79 0 0.00 5.47
Acetone Thinner 100 6.61 1.25 0 0.00 8.26
TOTAL 0.04 60.87
|~ Mass Fraction (%) [ 0.065 |
Mass Fraction of 1,2,4-Trimethylbenzene in Basecoat
Mixture
Percent in Component Density Throughput | Wt. Fraction | Poliutant Throughput | Throughput
Basecoat Components (%) (ib/gal} {galihr) of pollutant {Ib/hr} {Ib/hr)
White 60 10.84 4.37 0.00042 0.01 28.42
Yellow 33 10.67 4.37 0.00043 0.01 15.39
Red 3.75 i0.42 4.37 0.00044 0.00 1.71
Black 3.75 9.89 4.37 0.00048 0.00 1.62
T-6 100 5.93 0,79 0 0.00 547
Acetone Thinner 100 6.61 1.25 0 0.00 8.26
TOTAL 0.02 60.87
[ MassFraction (%) | 0.033 1
Mass Fraction of Aliphatic hydrocarbon (CAS# 64742898) in Basecoat
Mixture
Percent in Component Density Throughput | Wt. Fraction | Pollutant Throughput | Throughput
Basecoat Components {%) {Ibigal) (galthr) of poliutant (th/hr) (Ibfhr)
White 60 10.84 4.37 0.00034 0.01 28.42
Yellow 33 10.67 4,37 0.00035 0.01 15,39
Red .75 10.42 4,37 0.00035 0.00 1.71
Black 3.75 9.89 4.37 0.00037 0.00 1.62
T-8 100 6.93 0,79 0 0.00 5.47
Acetone Thinner 100 6.61 1.25 0 0.00 §.26
TOTAL 0.02 60.87

Mass Fraction (%) |

0.027 ]




Mass Fraction of 1,2-Propanediol in Basecoat

Mixture
Percentin Component | Density Throughput | Wt Fraction | Pollutant Throughput | Throughput
Basecoat Components (%) (Ib/gal) (galihr) of pollutant (Ib/hr) {Ib/hr)
White 60 10.84 4.37 0.00005 0.00 28.42
Yeliow 33 1067 4.37 £.00005 0.00 15.39
Red 3.75 10.42 4.37 0.00005 0,00 1.71
Black 3.75 9.89 4.37 0.00005 0.00 1,62
T-6 100 6.93 0,79 0 0.00 5.47
Acetone Thinner 100 6.61 1.25 0 0.00 8.26
TOTAL 0.00 60.87 |
Mass Fraction (%) | 0.0039 |
Mass Fraction of Isobutanol in Basecoat
Mixture
Percentin Component | Density Throughput | Wt Fraction | Pollutant Throughput | Throughput
Basecoat Components (%) (lb/gal) {galihr) of pollutant (lb/hr) (lb/hr)
White 60 10.84 4.37 0.00005 0.00 28.42
Yellow 33 10,67 4.37 0.00005 0.00 15.39
Red 3.75 10.42 4.37 0.00005 0.00 i.71
Black 3.75 9.89 4.37 0.00005 0.00 1.62
T-6 100 6,93 0.79 0 0.00 547
JAcetone Thinner 100 6.61 1.25 0 0.00 8.26
TOTAL 0.00 60.87
Mass Fraction (%) | 0.0039 |
Mass Fraction of Cumene in Basecoat
Mixture
Percent in Component | Density Throughput | W, Fraction | Poilutant Throughput | Throughput
Basecoat Components (%) (Ibfgal) (gal/hr) of pollutant {Ibfhr} {Ib/hr)
White 60 10.84 4.37 0.00002 0.00 28.42
Yellow 33 10.67 4.37 0.00002 0.00 15.39
Red 3.75 10.42 4,37 0.00002 0.00 1.71
Black 3.75 9.89 4,37 0.00002 0.00 1.62
T-6 100 6.93 0.79 0 0.00 5.47
Acetone Thinner 100 6.61 1.25 0 0.00 8.26
TOTAL 0.00 60.87

Mass Fraction (%) |

0.0015 ]




Mass Fraction of Aliphatic sofvent in Basecoat

Mixture
Percentin Component | Density Throughput | Wt. Fraction | Pollutant Throughput Throughput

Basecoat Components (%) (Ib/gal) {galfhr) of pollutant (Ibihr) {lb/hr)
White 60 10.84 4.37 0.00006 0.00 28.42
Yellow 33 10.67 4.37 0.00006 0.00 15.39
Red 3.75 10.42 4.37 0.00006 0.00 1.71
Black 3.75. 9.89 4.37 0.00007 0.00 1.62
T-6 100 6.93 0.79 0 0.00 5.47
Acetone Thinner 100 6,61 1.25 0 0.00 8.26

TOTAL 0.00 60.87

Mass Fraction (%) | 0.0047 !
Mass Fraction of VOC in Basecoat
Mixture
Percentin Component | Density Throughput | Wt. Fraction | Pollutant Throughput Throughput

Basecoat Components {%) {Ib/gal) {gal/hr) of pollutant {Ibthr) (In/hr)
White 60 10.84 4.37 0.39551 11.24 28.42
Yellow 33 10.67 4,37 0.8158 12.55 15.39
Red 3.75 10.42 4,37 0.42757 0,73 1.71
Black 3.75 9.89 4.37 0.39048 0.63 1.62
T-6 100 6.93 0,79 1 5.47 547
Acetone Thinner 100 6.61 1.25 1 8.26 8.26:_

TOTAL 38.89 60.87

Mass Fraction (%)

63,8970 |




Mass Fraction of Toluene in White Basecoat

Pollutant Mixture
Throughput | Wt Fraction | Throughput | Throughput
Basecoat Components Density (Ib/gal) {gal/hr) of pollutant (Ib/hr) {Ibfhr)
White Mouiding Basecoat 8.64 5.19 0.09 4.04 44.84
T-6 6.93 1.94 0.5 6.72 13.44
TOTAL 10.76 58.29
[Mass Fraction (%) = [ 7846 |
Mass Fraction of Naphtha in White Basecoat
Poilutant Mixture
Throughput | Wt Fraction | Throughput | Throughput
Basecoat Components Density (Ib/gal) (gal/hi) of pollutant (lbfhr) (Ib/hr)
White Moulding Basecoat 8.64 519 0.09 4.04 44.34
T-8 6.93 1.94 0 0.00 13.44
TOTAL 4.04 58.29
[Mass Fraction (%) = [ 692 |
Mass Fraction of Ethylbenzene in White Basecoat
Poliutant Mixture
Throughput | Wt Fraction | Throughput | Thraughput
Basecoat Components Density (Ib/gal) {gal/hr) of pollutant {Ib/hr} (Ib/hr}
White Moulding Basecoat 8.64 519 0.002 0.09 44 .84
T-6 6.93 1.94 0 0.00 13.44 .
TOTAL 0.09 58.29
[Vass Fraction (%) = [ 015 |
Mass Fraction of Xylene in White Basecoat
Pollutant Mixture
Throughput | Wt Fraction | Throughput | Throughput
Basecoat Components Density (Ib/gal) (galthr) of pollutant {Ib/hr) (Ib/hr}
White Moulding Basecoat 8.64 5.19 0.01 0.45 44.84
T-8 6.93 1.94 0 0.0L 13.44
TOTAL 0.45 58.29
[Mass Fraction (%) = [ 0.7 |




Mass Fraction of Ethanol in White Basecoat

Pollutant Mixture
Throughput | Wt Fraction Throughput | Throughput
Basecoat Components Density (Ib/gal) {gal/hr) of pollutant {Ib/hr) (Ib/hr)
White Moulding Basecoat 8.64 5.19 0.07 3.14 44.84
T-6 6.93 1.94 0 0.00 13.44
TOTAL 3.14 58.29
[Mass Fraction (%) = [ 539 |
Mass Fraction of 2-Propanol in White Basecoat
Pollutant Mixture
Throughput | Wt Fraction Throughput | Throughput
Bagecoat Components Density (Ib/gal) (gaifhr) of pollutant {Ibthr) {lb/hn
| White Moulding Basecoat 8.64 5.19 0.02 0.90 44.84
T-6 6.93 1.84 0 0.00 13.44
TOTAL 0.90 58.29
[Mass Fraction (%) = [ 154 |
Mass Fraction of Methyl ethy! ketone in White Basecoat
Pollutant Mixture
Throughput | Wi, Fraction Throughput | Throughput
Basecoat Components Density (Ib/gal) (gal/hn) of pollutant {tb/hr) {Ib/hr)
White Moulding Basecoat 8.64 5.19 0.22 9.87 44.84
T8 6.93 1.94 0 0.00 13.44 .
TOTAL 9.87 58.29
[Mass Fraction (%) = [ 1683 |
Mass Fraction of Ethyl 3-ethoxypropionate in White Basecoat
Poliutant Mixture
Throughput | Wt Fraction Throughput | Throughput
Basecoat Components Density {Ib/gal) {galfhr) of poliutant {Ib/hr) {b/hr}
White Moulding Basecoat 8.64 5.19 0.04 1.79 44.84
T-6 6.93 1.94 0 0.90 13.44 .
TOTAL 1.79 58.29
[Mass Fraction (%) = [ 308 |




Mass Fraction of Isobutyl Acetate in White Basecoat

Pallutant Mixture
Throughput { Wt. Fraction Throughput | Throughput
Basecoat Components Density (Ib/gal) {galinr) of pollutant (Ib/hr) (Ib/hr)
White Moulding Basecoat 8.64 5.19 0.04 1.79 44.84
T-8 6.93 1.94 0 %0 13.44
TOTAL 1.79 58.29
[Mass Fraction (%) = [ 308 ]
Mass Fraction of Kaoline (Respirable Bust) in White Basecoat
Pollutant Mixture
Throughput | Wt Fraction Throughput | Throughput
Basecoat Components Density (Ib/gal) (galhr) of pollutant {Ib/kr) {Ib/hr)
White Moulding Basecoat 8.64 5.19 0.01 0.45 44.84
T-6 6.93 1.94 0 0.00 13.44
TOTAL 0.45 58.29
[Mass Fraction (%) = [ 077 |
Mass Fraction of Calcium Carbonate in White Basecoat
Pollutant Mixturs
Throughput | Wt. Fraction | Throughput Throughput
Basecoat Components Density (Ib/gal) (galthr) of pollutant (Ib/hr), {Ib/hr)
White Moulding Basecoat 8.64 5.19 0.01 0.45 44.84
T-8 6.93 1.94 0 0.09 13.44
TOTAL 0.45 58.29
[Mass Fraction (%) = [ 077 |
Mass Fraction of Titanium Dioxide in White Basecoat
Pollutant Mixture
Throughput | Wt, Fraction Throughput | Throughput
Basecoat Components Density (Ib/gal) {(galhr) of pollutant {lb/hr) (ib/hr)
White Moulding Basecoat 8.64 5.19 0.15 6.73 44.84
T-6 68.93 1.94 0 0.00 13.44
: TOTAL 6.73 58.29

[Mass Fraction (%) = |

11.54 I




Mass Fraction of Acetone in White Basecoat

Pollutant Mixture
Throughput | Wt. Fraction | Throughput Throughput
Basecoat Components Density {Ib/gal) (galfhr) of pollutant {Ibthr) {Ib/hr)
White Moulding Basecoat 8.64 5.19 0_ 0.00 44.84
T-6 6.93 1.94 0.35 471 13.44
TOTAL 4.71 58.29
[Mass Fraction (%) = [ 8.07
Mass Fraction of Methanol in White Basecoat
Poliutant Mixture
Throughput | Wt. Fraction [ Throughput Throughput
Basecoat Components Density (Ib/gal) {galthr) of poliutant {Ib/hr) (ibfhi)
White Moulding Basecoat 8.64 2.19 0 0.00 44,84
T-6 6.93 1.94 0.06 0.81 13.44 }
TOTAL 0.81 58.29
[Mass Fraction (%) = [ 138 |
Mass Fraction of Methyl isobutyl ketone in White Basecoat
Pollutant Mixture
Throughput | Wt. Fraction | Throughput | Throughput
Basecoat Components Density (Ib/gal) {gaifhr) of pollutant (Ib/hr} (Ibfhr}
White Moulding Basecoat 8.64 519 0 0.00 44.34
T-6 6.93 1.94 0.09 1.21 13.44
TOTAL 1.21 58.29
[Mass Fraction (%) = 208 |
Mass Fraction of VOC in White Basecoat
Pollutant Mixture
Throughput | Wi Fraction | Throughput { Throughput
Basecoat Components Density (Ibigal) {galthr) of poliutant (lb/hr) {Ib/hr)
White Moulding Basecoat 8.64 5.19 0.583 26.14 44.84
T-8 6.93 1.94 1 1 3{14_ 13.44
TOTAL 39.59 58.29
[Mass Fraction (%) = [ 6702 |




_ Mass Fraction of Toluene in Burnishing High Solids Sealer

Paliutant Mixture
Density Throughput | Wt. Fraction of Throughput Throughput
Basecoat Components {Ib/gal} (galfhr) pollutant {ib/hr) (Ib/hr)
Burnishing High Solids Sealer 9.35 0.414 0.301 1.17 3.87
Acetone 6.61 1.414 0 0.00 9,35
TOTAL 1,17 13.22
[Mass Fraction (%) = { 8.82 |
Mass Fraction of Methyl ethyl ketone in Burnishing High Solids Sealer
Pollutant Mixture
Density Throughput § Wt. Fraction of Throughput Throughput
Basecoat Components (ib/gal) {gal/hr) pollutant {Ib/hr) {Ibshr)
Burnishing High Solids Sealer 9.35 0.414 0.13527 0.52 3.87
Acetone 6.61 1114 0 0.00 9.35
TOTAL 0.52 13.22
[Mass Fraction (%) = | 3.96 |
Mass Fraction of Isopropanol in Burnishing High Solids Sealer
( Pollutant Mixture
Density Throughput | Wt Fraction of Throughput Throughpyt
Basecoat Components (Ib/gal) (gal/hr) pollutant (Ib/hr) (1b/hr)
Burnishing High Solids Sealer 9.35 0.414 0.04273 0.17 3.87
Acetone 6.61 1.414 0 0.00 9.35
TOTAL 0.17 13.22
[Mass Fraction (%) = ! 1.25 |
Mass Fraction of Aliphatic Hydrocarbons in Burnishing High Solids Sealer
Pollutant Mixture
Density Throughput | Wt. Fraction of Throughput Throughput
Basecoat Components {ib/gal) (gal/hr) pollutant {Ib/hr) (Ib/hr)
Burnishing High Solids Sealer 9.35 0.414 0.03368 0.13 3.87
Acetone 6.61 1.414 0 .00 9.35
TOTAL 0.13 13.22
[Mass Fraction (%) = [ 099 |




Mass Fraction of Buty! acetate in Burnishing High Solids Sealer

( 4 Pollutant Mixture
Density Throughput | Wt. Fraction of Throughput Throughput
Basecoat Components {Ib/gal) {(galfhr) poilutant {Ib/hr) (Ib/hr)
Burnishing High Solids Sealer 9.35 0.414 0.01543 0.06 3.87
Acetone 6.61 1.414 0 0.00 9,35
TOTAL 0.06 13.22
[Mass Fraction (%) = [ 045 |
Mass Fraction of Isobutanol in Burnishing High Solids Sealer
Pollutant Mixture
Density Throughput | Wt. Fraction of Throughput Throughput
Basecoat Components (fb/gal) (gaifhr) pollutant {Ib/hr) {Ib/hr)
Burnishing High Solids Sealer 9.35 0.414 0.00388 0.02 3.87
Acetone 6.61 1.414 0 0.00 9.35
TOTAL 0.02 13.22
[Mass Fraction (%) = | 0.11 |
Mass Fraction of Ethyl alcohol in Burnishing High Solids Sealer
Pollutant Mixture
Density Throughput { Wt. Fraction of Throughput Throughput
Basecoat Components {Ib/gal} {gal/hr) pollutant {tb/hr) (Ib/hr)
Burnishing High Solids Sealer 9.35 0.414 0.00286 0.01 3.87
Acetone 6.61 1.414 0 0.00 9.35
TOTAL 0.01 13.22
[Mass Fraction (%) = | 0.08 |
Mass Fraction of Methyl isobutyl ketone in Burnishing High Solids Sealer
Pollutant Mixture
Density Throughput | Wt. Fraction of Throughput Throughput
Basecoat Components {Ib/gal) {gal/hr) pollutant {Ibthr) {Ib/hr}
Burnishing High Solids Sealer 9.35 0.414 0.00028 0.00 3.87
Acetone 6.61 1.414 0 0.00 9.35
TOTAL 0.00 13.22
[Mass Fraction (%) = [ o.01 |




Mass Fraction of Ethyl acetate in Burnishing High Solids Sealer

Pollutant Mixture
Density Throughput | Wt Fraction of Throughput Throughput
Basecoat Components {Ibigal) {gaifhr) pollutant (lo/hr) {Ib/hr)
Burnishing High Solids Sealer 9.35 0.414 0.00017 0.00 3.87
Acetone 6.61 1.414 0 0.00 9,35
TOTAL 0.00 13.22
[Mass Fraction (%) = [ 0005 |
Mass Fraction of Methanol in Burnishing High Solids Sealer
Pollutant Mixture
Density Throughput | Wt. Fraction of Throughput Throughput
Basecoat Components {Ib/gal) {gal/hr) pollutant {ib/hr) (Ib/hr)
Burnishing High Solids Sealer 9.35 0.414 0.00014 0.00 3.87
Acetone 6.61 1.414 0 0.00 9.35
TOTAL 0.00 13,22
{Mass Fraction (%) = [ 0.004 ]
Mass Fraction of Acetone in Burnishing High Solids Sealer
Pollutant Mixture
Density Throughput | Wt Fraction of Throughput Throughput
Basecoat Components {Ib/gal) {gal/hr) pollutant {Ih/hr) (Ib/hir)
Burnishing High Solids Sealer 9,356 0.414 0 0.00 3.87
Acetone 6.61 1.414 1 9.35 9.35
TOTAL 9.35 13.22
[Mass Fraction (%) = 7071 |
Mass Fraction of VOC in Burnishing High Solids Sealer
Pollutant Mixture
Density Throughput | Wt Fraction of Throughput Throughput
Basecoat Components {Ib/gal) (galfhr) pollutant {Ib/hr) (1b/hr)
Burnishing High Solids Sealer 9.35 0.414 0 0.00 3.87
Acetone 6.61 1.414 1 9.35 9.35
TOTAL 9.35 13,22
[Mass Fraction (%) = [ 70711 |




Mass Fraction of Toluene in Topcoat

Pollutant
Density Throughput | Wt. Fraction | Throughput Mixture
Basecoat Components {Ib/gal) {gal/hr) of pollutant {Ib/hr) Throughput (Ib/hr)
Topcoat 7.25 1.5 0.27 2.94 10.88
T-6 thinner 6.93 3 0.5 10.40 20.79
TOTAL 13.33 31.67
[Mass Fraction (%) = [~ 4290 |
Mass Fraction of Methyl ethyl ketone Topcoat
Pollutant
Density Throughput | Wt Fraction | Throughput Mixture
Basecoat Components {Ibigal) {gal/hr) of pollutant (lb/hr) Throughput (Ib/hr)
 Topcoat 7.25 1.5 0.184 2.00 10.88
T-6 thinner 6.93 3 0 0.00 20.72
TOTAL 2.00 31.67
[Mass Fraction (%) = | 6.32
Mass Fraction of Isopropanol in Topcoat
Pollutant
Density Throughput | Wt. Fraction | Throughput Mixture
Basecoat Components (Ib/gal) {gal/hr) of pollutant {Ib/hr) Throughput (Ib/hr)
Topcoat 7.25 1.5 0.11313 1.23 10.88
T-6 thinner 6.93 3 0 0.00 20.79
TOTAL 1.23 31.67
[Mass Fraction (%) = [ 389
Mass Fraction of Aliphatic Hydrocarbons in Topcoat
Pollutant
Density Throughput | Wt. Fraction | Throughput Mixture
Basecoat Components {Ib/gal) {gal/hr) of pollutant (lb/hr) Throughput {lb/hr)
Topcoat 7.25 1.5 0.07718 0.84 10.88
T-6 thinner 6.93 3 0 0.00 20.72
TOTAL 0.84 31.67
[Mass Fraction (%) = ] 2.65




Mass Fraction of Methyl isobuty! ketone in Topcoat

Poliutant
Density Throughput | Wt Fraction | Throughput Mixture
Basecoat Components (Iblgal) {galfhr) of poflutant {Ib/hr) Throughput {Ib/hr)
Topcoat 7.25 1.5 0 0.00 10.88
T-6 thinner 6.93 3 0.09 1.GZ 20.79
TOTAL 1.87 31.67
[Mass Fraction (%) = | 5.91 i
Mass Fraction of Methanol in Topcoat
Pollutant
Density Throughput | Wt. Fraction [ Throughput Mixture
Basecoat Components {Ib/gal) {gaifhr) of pollutant {ib/hr} Throughput (Ib/hr)
Topcoat 7.25 1.5 1 0.00 10.88
T-6 thinner 8.93 3 _ 0.06 1.25 20.79
TOTAL 1.25 31.67
[Mass Fraction (%) = [ 3939 |
Mass Fraction of Acetone in Topcoat
Pollutant
Density Throughput | Wt Fraction { Throughput Mixture
Basecoat Components {Ib/gal) (galfhr) of pollutant {Ib/hr) Throughput (Ib/hr)
Topcoat 7.25 1.5 0.15996 1.74 10.88
T-6 thinner 6.93 3 0.33 6.86 20.79f
TOTAL 8.60 31.67
[Mass Fraction (%) = [ 27.16 |
Mass Fraction of Ethylbenzene in Topcoat
Pollutant
Density Throughput 1 Wt Fraction { Throughput Mixture
Basecoat Components (Ib/gal) {gal/hr) of pollutant {Ibfhr) Throughput (ib/hr)
Topcoat 7.25 1.5 0.00098 0.01 10.88
T-6 thinner 6.93 3 0 0.00 20.79ﬁ
TOTAL 0.01 31.67
IMass Fraction (%) = [ 0034 |




Mass Fraction of Isobutyl Acetate in Topcoat

Pollutant
Density Throughput | Wt. Fraction | Throughput Mixture
Basecoat Components (Ib/gal) {gal/hr) of pollutant (Ib/hr) Throughput (ib/hr)
Topcoat 7.25 1.5 0.02097 0.23 10.88
T-6 thinner 6.93 3 0 0.00 20.79
TOTAL 0.23 31.67
IMass Fraction (%) = ] 0.72 |
Mass Fraction of Xylene in Topcoat
Pollutant
Density Throughput | Wt. Fraction | Throughput Mixture
Basecoat Components {Ib/gal) {gal/hr) of pollutant {I/hr) Throughput {Ib/hr)
Topecoat 7.25 1.5 0.0039 0.04 10.88
T-8 thinner £.93 §. 0 0.00 20.79
TOTAL 0.04 31.67
[Mass Fraction (%) = [ 0.13 |
Mass Fraction of 2-Butoxyethanol in Topcoat
Pollutant
Density Throughput | Wt. Fraction | Throughput Mixture
Basecoat Components {Ib/gal) {galthr) of pollutant {Ibthr) Throughput {Ib/hr)
Topcoat 7.25 1.5 0.00097 0.01 10.88
T-6 thinner 6.83 3; 0 0.00 20.79
TOTAL 0.01 31.67
[Mass Fraction (%) = [ 0.033 |
Mass Fraction of VOC in Topcoat
Pollutant
Density Throughput | Wt Fraction | Throughput Mixture
Basecoat Components (Ib/gal) {galthr) of pollutant (lb/hr) Throughput (Ib/hr)
Topcoat 7.25 1.5 0.83169 9,04 10.88
T-6 thinner 6.93 3 1 20.79 20.79
TOTAL 29.83 31.67
[Mass Fraction (%) = [ 9422 |




Density of Colored Paste Ink Mixture

Mo ss
Fraction of Component
component in Density of Density in Ink
Componeant mixture component (Ib/gal) (Ib/gal)
Fast Set 0.364 7.91 2.88
Black =D 0.091 9 0.82
Red 2.0 0.045 14.6 0.68
Yellow 1.0 0.045 13.2 0.59
Raw Umber % 0.0075 11.33 0.08
White 4 0.0075 12.31 0.08
Orange E 0.0075 8 0.06
Brown % 0.0075 8.1 0.07
Blue 5 0.0075 8.34 0.06
Bright Red 1 0.0078 8 0.06
T-6 0.318 6.83 2.20
Acetone 0.045 8.61 0.30
Glycol Ether 0.045 7.49 0.34
MIXTURE DENSITY (Ib/gal) = 8.22

Mass Fractions in Colored Paste Ink

Toluene
Poliutant Mixture
Fraction of Wi, Fraction of | Throughput Throughput
Basecoat Components | Component Density (Ib/gal) Throughput {gal/hr) pollutant {Ib/hr) (lb/hr)
Fast Set 0.364 7.91 5.5 0 0.00 15.84
Black 0,081 g 55 0 0.00 4.50
Red 0.045 14.6 5.5 0 0.00 3.61
Yellow 0.045 13.2 5.5 0 0.00 3.27
Raw Umber 0.0075 11.33 5.5 4 0.00 0.47
White 0.0075 12,31 5.5 0.2242 0.11 0.51
Qrange 0.0075 8 55 0 0.00 0.33
Brown 0.0075 9.1 5.5 0 0.00 0.38
Blue 0.0075 8.34 5.5 0.0275 0.01 0.34
Bright Red 0.0075 8 5.5 0 0.00 0.33
T-6 0.318 6.93 55 0.5 6.08 12.12
Acetone 0.045 6.61 5.5 0 0.00 1.64
Glycol Ether 0.045 7.49 5.5 0 0.00 1.85
TOTAL 0.75 0.11 45.19

[Mass Fraction = ] [ 00025 |




Acetone

Pollutant Mixture
Fraction of WA, Fraction of | Throughput Throughput

Basecoat Componenis | Component Density (Ib/gal) Throughput (galthr) poliutant (Ib/hr) (Ibthr)
Fast Set 0.364 7.91 5.5 0 0.00 15.84
Black 0.091 9 5.5 0 0.00 4,50
Red 0.045 14.6 5.5 0 0.00 3.61
Yellow 0.045 13.2 5.5 0 0.00 3.27
Raw Umber 0.0075 11.33 5.5 0 0.00 0.47
White 0.0075 12.31 5.5 0 0.00 0.51
Orange 0.0075 8 5.5 0 0.00 0.33
Brown 0.0076 9.1 5.5 0 0.00 0.38
Blue 0.0075 8.34 5.5 0 0.00 0.34
Bright Red 0.0075 8 55 0 0.00 0.33
T-6 0.318 6.93 5.5 0.35 4.24 12.12
Acetone 0.045 6.61 55 1 1.64 1.64
Glycol Ether 0.045 7.49 58 0 0.00 1.85
TOTAL 1.38 588 45,19

[Mass Fraction = | 0.130
Methyl Isobutyl Ketone
Pollutant Mixture
Fraction of Wt Fraction of | Threughput Throughput

Basecoat Components | Component Density (lb/gal) Throughput (gal/hr) pollutant {Ib/hr) {Ib/hr)
Fast Set 0.364 7.91 5.5 0 0.00 15.84
Black 0.081 g 5.5 0 0.00 4.50
Red 0.045 14.6 5.5 0 0.00 3.61
Yellow 0.045 13.2 55 0 0.00 3.27
Raw Umber 0.0075 11.33 585 0 0.00 0.47
White 0.0075 12.31 5.5 0.0952 0.05 0.51
Crange 0.0075 8 5.5 0 0.00 0.33
Brown 0.0075 9.1 5.5 0 0.00 0.38
Blue 0.0075 9.34 5.5 0 0.00 0.34
| Bright Red 0.0075 8 5.5 0 0.00 0.33
T-6 0.318 6.93 5.5 0.09 1.09 12.12
Acetone 0.045 6.61 5.5 0 0.00 1.64
Glycol Ether 0.045 7.49 55 o] 0.00 1.85
TOTAL 0.19 1.14 45.19

[Mass Fraction = | 0.025 |




Methanol! -

Pollutant Mixture
Fraction of Wt. Fraction of | Throughput Throughput
Basecoat Components | Component Density (Ib/gal) Throughput (galfhr) pollutant {Ibfhr) {Ib/hr)
Fast Set 0.364 7.91 5.5 0 0.00 15.84
Black 0.091 9 5.5 0 0.00 4.50
Red 0.045 14.6 5.5 O 0.00 3.61
Yellow 0.045 13.2 55 0 0.00 3.27
Raw Umber 0.0075 11.33 5.5 0 0.00 0.47
White 0.0075 12.31 5.5 0 0.00 0.51
Orange 0.0075 8 5.5 0 0.00 0.33
Brown 0.0075 8.1 5.5 0 0.00 0.38
Blue 0.0075 8.34 5.5 0 0.00 0.34
Bright Red 0.0075 8 5.5 0 0.00 0.33
T-6 0.318 6.93 5.5 0.06 0.73 12.12
Acstone 0.045 6.61 5.5 0 0.00 1.64
Glycol Ether 0.045 7.49 55 0 0.00 1.85
TOTAL 0.06 0.73 45.19
[Mass Fraction = | | 0016 |
Glycol Ether
Pollutant Mixture
Fraction of Wt Fraction of | Threughput Throughput
Basecoat Components | Component Dansity (Ib/gal) Throughput {gal/hr) poliutant {lbthr) {Ib/hr)
Fast Set 0.364 7.91 5.5 0 0.00 15.84
Black 0.091 g 5.5 0 0.00 4,50
Red 0.045 14.6 5.5 0 0.00 3.61
Yellow 0.045 13.2 5.5 0 0.00 3.27
Raw Umber 0.0075 11.33 5.5 0 0.00 0.47
White 0.0075 12.31 5.5 0 0.00 0.51
Orange 0.0075 8 5.6 0 0.00 0.33
Brown 0.0075 9.1 5.5 0 0.00 0.38
Blue 0.0075 8.34 5.5 0 0.00 0.34
Bright Red 0.0075 8 5.5 o] 0.00 0.33
T-6 0.318 6.93 55 0 0.00 12.12
Acetone 0.045 6.61 5.5 0 0.00 1.64
Glycol Ether 0.045 7.49 556 1 1.85 1.85
TOTAL 1.00 1.85 45.19
[Mass Fraction = | | 0.041 |




Butyl Acetate

Pollutant Mixture
Fraction of Wt, Fraction of | Throughput Thiroughput
Basecoat Componsnts | Componant Density (Ib/gal) Throughput {galthr) pollutant (Ib/hr) (Ib/hr)
Fast Set 0.364 7.91 5.5 0.7683 12.17 15.84
Black 0.091 9 5.5 0 0.00 4.50
Red 0.045 14.6 5.5 0 0.00 3.61
Yellow 0.045 13.2 5.5 0 0.00 3.27
Raw Umber 0.0075 11.33 5.5 0 0.00 0.47
White 0.0075 12.31 5.5 0 0.00 0.51
Orange 0.0075 8 5.5 0 0.00 0.33
Brown 0.0075 8.1 5.5 0 0.00 0.38
Blue 0.0075 8.34 5.5 0.1425 0.05 0.34
| Bright Red 0.0075 8 5.6 0 0.00 0.33
T-6 0.318 6.93 5.5 0 0.00 12,12
Acetone 0.045 6.61 5.5 0 0.00 1.64
Glycol Ether 0.045 7.49 5.5 0 0.00 1.85
TOTAL 0.91 12.22 45,19
[Mass Fraction = | i 027 |
{sopropanol
Pollutant Mixture
Fraction of Wit. Fraction of | Throughput Throughput
Basscoat Components | Component Density (Ib/gal) Throughput {gal/hr) pollutant (Ib/hr} {Ibfhr)
Fast Set 0.364 7.91 5.5 0.0695 1.10 15.84
Black 0.081 8 5.5 0 0.00 4.50
Red 0.045 14.6 55 0 0.00 3.61
Yeilow 0.045 13.2 55 0 0.00 3.27
Raw Umber 0.0075 11.33 5.5 0 0.00 0.47
White 0.0075 12.31 55 0.0708 0.04 0.51
Orange 0.0075 8 5.5 0.0962 0.03 0.33
Brown 0.0075 9.1 5.5 0 0.00 0.38
Blue 0.0075 8.34 5.5 0.018 0.01 0.34
Bright Red 0.0075 8 5.5 0.08862 0.03 0.33
T-8 0.318 6.93 5.5 0 0.00 12.12
Acetone 0.045 8.61 5.5 0 0.00 1.64
Glycol Ether 0.045 7.49 55 0 0.00 1.85
TOTAL 0.35 1.21 45,19

[Mass Fraction = | [ 0027 |




Butanol

Pollutant Mixture
Fraction of : Wt. Fraction of | Throughput Throughput
Basecoat Components Component Density (Ib/gal) Throughput {gal/hr) poliutant {Ibfhr) (th/hr)
Fast Set 0.364 7.91 5.5 0 0.00 15.84
Black 0.091 g 5.5 0.02 0.09 4.50
Red 0.045 14.6 5.5 0.0149 0.05 3.61
Yellow 0.045 13.2 5.5 0.0195 0.06 3.27
Raw Umber 0.0075 11.33 5.5 0.0223 0.01 0.47
White 0.0075 12.31 5.5 0 0.00 0.51
Orange 0.0075 8 5.5 0 0.00 0.33
Brown 0.0075 9.1 55 0 0.00 0.38
Blue 0.0075 8.34 5.5 0.0106 0.00 0.34
Bright Red 0.0075 8 5.5 0 0.00 0.33
T-8 0.318 6.93 5.5 0 0.00 12,12
Acetone 0.045 6.61 5.5 0 0.00 1.64
Glycol Ether 0.045 7.49 55 0 0.00 1.85
TOTAL 0.09 0.22 4519
|Mass Fraction = | [ 00049 |
Isobutanol
Pollutant Mixture
Fraction of Wi, Fraction of | Throughput Throughput
Basecoat Components | Component Dansity (Ib/gal) Throughput (gal/hr) poliutant {Ib/hr) (Ibthr)
Fast Set 0.364 7.91 5.5 0 0.00 15.84
Black 0.091 9 5.5 0.02 0.09 4.50
Red 0.045 14.6 55 0.0149 0.05 3.61
Yellow 0.045 13.2 5.5 0.0195 0.06 3.27
Raw Umber 0.0075 11.33 5.5 0.0223 0.01 0.47
White 0.0075 12.31 5.5 0 0.00 0.51
Orange 0.0075 8 5.5 0 0.00 0.33
Brown 0.0075 8.1 55 0 0.00 0.38
Biuve 0.0075 8.34 5.5 0.036 0.01 0.34
Bright Red 0.0075 8 5.5 0 0.00 0.33
T-8 0.318 6.93 5.5 0 0.00 12,12
Acetone 0.045 6.61 5.5 0 0.00 1.64
Glycol Ether 0.045 7.49 55 0 0.00 1.85
TOTAL 0.11 0.23 45.19
fMass Fraction = | ] 0.0051 |




tsobutyl Acetate

Pollutant Mixture
Fraction of Wt Fraction of | Throughput Throughput
Basecoat Components | Component Density {Ib/gal) Throughput {gal/hr) pollutant (Ib/hr) {lb/t)
Fast Set 0.364 7.91 5.5 0 0.00 15.84
Black 0.091 9 5.5 0.02 0.08 4,50
Red 0.045 14.6 5.5 0.0148 0.05 3.61
Yellow 0.045 13.2 5.5 0.0195 0.06 3.27
Raw Umber 0.0075 11.33 5.5 0.0223 0.01 0.47
White 0.0075 12.31 5.5 0 0.00 0.51
Crange 0.0075 8 5.5 0 0.00 0.33
Brown 0.0075 8.1 5.5 0 0.00 0.38
Blue 0.0075 8.34 5.5 0.0108 0.00 0.34
| Bright Red 0.0075 8 5.5 0 0.00 0.33
T-8 0.318 6.93 5.5 0 0.00 12,12
Acetone 0.045 8.61 5.5 0 0.00 1.64
Glycol Ether 0.045 7.49 55 0 0.00 1.85
TOTAL 0.09 0.22 45.19
[Mass Fraction = | i 0.0049 |
Mixed Hydrocarbons / Ligroine
Pollutant Mixture
Fraction of Wit. Fraction of ]  Throughput Throughput
Basecoat Components | Compehent Density (Ib/gal) Throughput {gal/hr) pollutant (Ib/hr) (Ib/tr)
Fast Set 0.354 7.91 5.5 0 0.00 16.84
Bilack 0.091 g 5.5 0 0.00 4.50
Red 0.045 14.6 5.5 0.0148 0.05 3.61
Yallow 0.045 13.2 5.5 0.0195 0.06 3.27
Raw Umber 0.0075 11.33 556 0.0223 0.01 0.47
White 0.0075 12.31 5.5 0 0.00 0.51
Orange 0.0075 8 5.5 0 0.00 0.33
Brown 0.0078 8.1 5.5 0 0.00 0.38
Blue 0.0075 8.34 5.5 0 0.00 0.34
Bright Red 0.0075 8 5.5 0 0.00 0.33
T-6 0.318 8.93 5.5 4] 0.00 12,12
Acetone 0.045 6.61 5.5 0 0.00 1.64
Glycol Ether 0.045 7.49 55 0 0.00 1.88
TOTAL 0.06 0.13 45.19
[Mass Fraction = | [ 0.0028 |




Mineral Spirits

Pollutant Mixture
Fraction of Wt Fraction of | Throughput Throughput

Basecoat Components | Component Density (Ib/gaf) | Throughput (gal/hr) pollutant {Ib/hr) {Ib/hr)
Fast Set 0.364 7.91 5.5 0 0.00 15.84
Black 0.091 9 5.5 0.02 0.09 4,50
Red 0.045 14.6 5.5 0.0148 0.05 3.61
Yellow 0.045 13.2 5.6 0.0195 0.08 3.27
Raw Umber 0.0075 11.33 5.5 0.0224 0.01 0.47
White 0.0075 12.31 5.5 0.0021 0.00 0.51
Orange 0.0075 8 55 0 0.00 0.33
Brown 0.0075 9.1 5.5 0 0.00 0.38
Blue 0.0075 8.34 55 0.0106 0.00 0.34
Bright Red 0.0075 8 5.5 0 0.00 0.33
T-6 0.318 6.93 5.5 0 0.00 12.12
Agetone 0.045 6.61 5.5 0 0,00 1.64
Glycol Ether 0.045 7.49 55 0 0.00 1.85
TOTAL 0.09 0.22 45,19

[Mass Fraction = | | 00049 |
Petrolium Hydrocarbons / Mineral Spirts
Pollutant Mixture
Fraction of Wi, Fraction of | Throughput Throughput

Basecoat Components | Component Density {Ib/gal) Throughput (gal/hr) pollutant (Ib/hr} {Ib/hr)
Fast Set 0.364 7.91 55 0 0.00 15.84
Black 0.091 9 5.5 0.02 0.09 4.50
Red 0.045 14.6 5.5 0 0.00 3.61
Yellow 0.045 13.2 5.5 0 0.00 3.27
Raw Umber 0.0075 11.33 5.5 0.075 0.04 0.47
White 0.0075 12.31 5.5 0.0023 0.00 0.51
Qrange 0.0075 8 5.5 0 0.00 0.33
Brown 0.0075 8.1 5.5 0.2 0.08 0.38
Blue 0.0075 8.34 5.5 0.0707 0.02 0.34
Bright Red 0,0075 8 8.5 0 0.00 0.33
T-6 0.318 6.83 5.5 0 0.00 1212
Acetone 0.045 5.61 556 0 0.00 1.64
Glycol Ether 0.045 7.49 55 0 0.00 1.85
TOTAL 0.37 0.23 45.19

[Mass Fraction = | [ 00050 |}




Aylene

Pollutant Mixture
Fraction of Wt. Fraction of { Throughput Throughput
Basecoat Components | Compeonent Density {Ib/gal) Throughput (gal/hr) pollutant {Ib/hr) (Ibthr)
Fast Set 0.354 7.91 55 0 0.00 16.84
Black 0.091 9 5.5 0.02 0.09 4.50
Red 0.045 14.6 5.5 0 0.00 3.61
Yellow 0.045 13.2 5.6 0 0.00 3.27
Raw Umber 0.0075 11.33 5.5 0 0.00 0.47
White 0.0075 12.31 5.5 0,00372 0.00 0.51
Qrange 0.0075 8 5.5 0 0.00 0,33
Brown 0.0075 9.1 5.5 0 0.00 0.38
Blue 0.0075 8.34 5.5 0.0454 0.02 0.34
Bright Red 0.0075 8 5.5 0 0.00 0.33
T-6 0.318 6.93 5.5 0 0.00 12.12
Acetone 0.045 6.61 5,5 0 0.00 1.64
Glycal Ether 0.045 7.49 5.5 0 0.00 1.85
TOTAL 0.07 0.11 45,19
[Mass Fraction = | | 00024 |
Aliphatic Hydrocarbons / Naphtha
Pollutant Mixture
Fraction of Wt Fraction of§ Throughput Throughput
Basecoat Components | Component Density (Ib/gal} | Throughput {galfhr) pollutant {lb/hr) {Ibfhr)
Fast Set 0.364 7.91 5.5 0 0.00 15.84
Black 0.091 9 55 0.02 0.09 4.50
Red 0.045 14.6 5.5 0.0148 0.05 3.61
Yellow 0.045 13.2 5.5 0.0195 0.06 3.27
Raw Umber 0.0075 11.33 5.5 0.0224 0.01 0.47
White 0.0075 12.31 5.5 0 0.00 0.51
Orange_ 0.0075 8 5.5 0 0.00 0.33
Brown 0.0075 9.1 5.5 0 0.00 0.38
Blue 0.0075 8.34 5.5 0.0106 0.00 0.34
Bright Red 0.0075 8 5.5 0 0.00 0.33
T-6 0.318 6,93 5,5 0 0.00 12.12
Acetone 0.045 6.61 5.5 0 0.00 1.64
Glycol Ether 0.045 7.49 55 0 0.00 1.85
TOTAL 0.09 0.22 4519
|Mass Fraction = | P 00049 |




Ethyl Benzene

Pollutant Mixture
Fraction of Wt. Fraction of [ Throughptt Throughput

Basecoat Components | Component Density (Ih/gal) Throughput (galthr) pollutant (Ibfhr) {Ibthr)
Fast Set 0.364 7.91 5.5 0 0.00 15.84
Black 0.081 9 5.5 0 0.00 4.50
Red 0.045 14.6 5.5 0 0.00 3.61
Yellow 0.045 13.2 5.5 0 0.00 3.27
Raw Umber 0.0075 11.33 5.5 0 0.00 0.47
White 0.0075 12.31 5.5 0 0.00 0.51
Orange 0.0075 8 5.5 0 0.00 0.33
Brown 0.0075 9.1 5.5 0 0,00 0.38
Blue 0.0075 8.34 5.5 0.00816 0.00 0.34
Bright Red 0.0075 8 5.5 0 0.00 0.33
T-6 0,318 6.93 5.6 0 0.00 12.12
Acetone 0.045 8.61 5.5 0 0.00 1.64
Glycol Ether 0.045 7.49 5.5 0 0.00 1.85
TOTAL 0.01 0.00 45.19

[Mass Fraction = | [ 0.0001 |
2-Butoxyethanol
Pollutant Mixture
Fraction of Wt Fraction of [ Throughput Throughput

Basecoat Components | Component Density {Ib/gal) Throughput (galfhr) pollutant (Ibfhr) (Ib/hr)
Fast Set 0.364 7.91 5.5 0 0.00 15.84
Black 0.091 9 5.5 0 0.00 4.50
Red 0.045 14.6 5.5 0 0.00 3.61
Yellow 0.045 13.2 55 0 0.00 3.27
Raw Umber 0.0075 11.33 5.5 0 0.00 0.47
White 0.0075 12.31 5.6 0 0.00 0.51
Orange 0.0075 ] 5.5 0 0.00 0.33
Brown 0.0075 9.1 5.6 0 0.00 0.28
Blue 0.0075 8.34 5.5 0.1481 0.05 0.34
Bright Red 0.0075 8 5.5 0 0.00 0.33
T-6 0.318 6.93 5.6 0 0.00 12.12
Acetone 0.045 6.61 5.6 0 0.00 1.84
Glycol Ether 0.045 7.49 55 0 0.00 1.85
TOTAL 0.15 0.05 4519

[Mass Fraction = | [ 00011 |




Ethanol

Pollutant Mixture
Fraction of Wt. Fraction of |  Throughput Throughput

Basecoat Components | Component Density (lb/gal) Throughput (gal/hr) pollutant {Ib/hr) {ib/hr)
Fast Set 0,364 7.91 5.5 0 0.00 15.84
Biack 0.091 9 55 0 0.00 4.50
Red 0.045 14.6 5.6 0 0.00 3.61
Yeilow 0.045 13.2 5.5 0 0.00 3.27
Raw Umber 0.0075 11.33 5.5 0 0.00 0.47
White 0.0075 12.31 5.5 0 0.00 0.51
Orange 0.0075 8 5.5 0.2644 0.09 0.33
Brown 0.0075 9.1 55 9] 0.00 0.38
Blue 0.0075 8.34 5.5 0 0.00 0.34
Bright Red 0.0075 8 5.5 0.2644 0.09 0.33
T-6 0.318 6.93 5.5 0 0.00 12.12
Acetone 0.045 6.61 5.5 0 0.00 1.64
Glycol Ether 0.045 7.49 55 0 0.00 1.85
TOTAL 0,63 0.17 45,19

[Mass Fraction = | | 00039 ]
Ethy! Acetate
Pollutant Mixture
Fraction of ‘ W, Fraction of |  Throughput Throughput

Basecoat Components | Component Density (Ib/gal) | Throughput (gal/hr) pollutant (Ib/hr) (Ib/hr)
Fast Set 0.364 7.91 55 0 0.00 15.84
Black 0.091 9 5.5 0 0.00 4.50
Red 0.045 14.6 5.5 0 0.00 3.61
Yellow 0.045 13.2 5.5 0 0.00 3.27
Raw Umber 0.0075 11,33 5.5 0 0.00 0.47
White 0.0076 12.31 55 0 0.00 0.51
Orange 0.0075 8 5.5 0.2644 0.09 0.33
Brown 0.0075 9.1 5.6 0 0.00 0.38
Blue 0.0075 8.34 5.5 0 0.00 0.34
Bright Red 0.0075 8 55 0.2644 0.09 0.33
T-8 0.318 6.93 55 0 0.00 12.12
Acetone 0,045 6.61 5.5 0 0.00 1.64
Glycol Ether 0.045 7.49 55 0 0.00 1.85
TOTAL 0.53 017 45.19

[Mass Fraction =™ | [ 0.0030 ]




VocC

Pollutant Mixture
Fraction of Wt. Fraction of Throughput Throughpuit

Basecoat Components | Component Density (Ib/gal) Throughput (galfht) pollutant (Ibfhr) (Ib/hr)
Fast Set 0.364 7.91 5.5 0.8378 13.27 15.84
Black 0.081 g 5.5 0.27 1.22 4.50
Red 0.045 14.6 5.5 0.164 0.59 3.61
Yellow 0.045 13.2 5.5 0.192 0.63 3.27
Raw Umber 0.0075 11.33 5.5 0.209 0.10 0.47
White 0.0075 12.31 55 0.3962 0.20 0.51%
Orange 0.0075 8 5.5 0.625 0.21 0.33
Brown 0.0075 9.1 5.5 0.2 0.08 0.38
Blue 0.0075 8.34 5.5 0.5561 0.19 0.34
Bright Red 0.0075 8 5.5 0.625 0.21 0.33
T-6 0.318 6,93 5.5 1 12,12 12.12
Acetone 0.045 6.61 5.5 1 1.64 1.64
Glycol Ether 0.045 7.49 5.5 1 1.856 1.85
TOTAL 7.08 32.20 45.19

{Mass Fraction = ]

0.715 ]




